UNITED STATES RESIN COMPANY
2625 Redwing Road, Suite 225
Fort Collins, CO 80526
Phone (S88) 565-1102 Fax (888) 462-1101

Client Name: United States Resin
Project Number: 4208-002
Sample Name: Resin

Sample Matrix: Solid

Sample Number: 901632
Sample Date: 3/11/09

Date Received: 3/12/09

Analysts: [N

i PARAMETER TESTED DETECT LIMT METHOD DATE

YALUE NUMBER OF ANALYSIS

METALS: ' :

| ~-Cadmium 1290 1 60108/3 3/13/09
SPECIAL
TESTING: : :
-Digestion/TCLP - — 3010A/3 3/13/09
-TCLP Extraction - - 131173 3/12/09

*Values are reported in parts per million (ppm) unless oﬁlerm.Se noted.
13 Test Methods for evaluating Solid Waste, SW-846, 3™ Edition, 1986
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